3D PRINTING FILAMENT SPECIFICATION

Flexible TPU

Parameter Unit Test Standard [Data

Density g/cm3 ASTM D-792 1.2
Hardness Shore A ASTM D-2240 95
Tg(DSC, 10°C/min) T DSC -28
Tensile Strength Mpa ASTM D-412 45
100% Modulus Mpa ASTM D-412 15
300% Modulus Mpa ASTM D-412 30
Break Elongation % ASTM D-412 500




